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Surface preparation

Alkyd paint can be used on all According to the standard (ISO 8504:1992), the o

surfaces, including plaster, metal, substrate must be free of any contamination O n e I Ite r
d d thi . . such as fat, oil, dust and moisture, because rOI Ier

wooden, etc, and this paint s these factors cause a severe reduction in the .

widely used in the construction adhesion of the paint to the surface. Cleaning I StOI —

industry. . These paints are used to should be done with suitable de’.cergenjcs. If the p

orotect all types of structures lining surface is smooth and polished, in order Ai rI ess 5 Sq uare mefters
. . . to create more adhesion, the surface should be

against various environmental worn with a suitable tool such as sandpaper. If

factors, such as high humidity , as the paint is applied directly on the surface, the

g corresponding preparation must be done on
well as to prevent rusting of metal the desired surface first. Damaged areas of the

structures, etc. surface should also be prepared and painted
again before applying paint.

Excellent adhesion

| Special and standard fam

| - Excellent coverage
N\ Smooth and polished surface A L L

| Moisture resistant
.‘ .‘ “ .‘ Resistance to weather conditions
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Method of lse

oil paint, first clean the intended
remove any kind of contamination
the Palajshimi glossy oil paint on
g a paintbrush, hairbrush, or roller.
i glossy oil paint with a suitable
| oil or thinner according to your
)ply the paint on the surface with a
or roller. It may be necessary to
aint on tOp of each other to create . . - It is recommended to avoid continuous
. s ; . inhalation of solvent vapors of this color in
eferable to use small palntbrushes : Olly SOIVent closed spaces and use appropriate safety

: equipment as much as possible and wash
rO”erS for Wlder surfaces. Oil - Gasol i ne with plenty of water in case of contact with

skin and eyes.
- This paint is flammable and should be kept
away from heat, sparks and flames.

2/5 1 1 1/4
Gallon Gallon Gallon Quart Quart




